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Institute of Electronics and Photonics,

Slovak University of Technology in Bratislava,

Ilkovičova 3,
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Advanced Characterization
Techniques and Analysis of
Thermal Properties of AlGaN/
GaN Multifinger Power HEMTs
on SiC Substrate Supported by
Three-Dimensional Simulation
In this paper, several methods suitable for real time on-chip temperature measurements
of power AlGaN/GaN-based high-electron mobility transistor (HEMT) grown on a SiC
substrate are presented. The measurement of temperature distribution on HEMT surface
using Raman spectroscopy is presented. The second approach utilizes electrical I–V
characteristics of the Schottky diode neighboring to the heat source of the active transis-
tor under different dissipated power for temperature measurement. These methods are
further verified by measurements with microthermistors. The features and limitations of
the proposed methods are discussed. The thermal parameters of materials used in the
device are extracted from the temperature distribution in the structure with the support of
three-dimensional thermal simulation of the device. Thermal analysis of the multifinger
power HEMT is performed. The effects of the structure design and fabrication processes
from semiconductor layers, metallization, and packaging up to cooling solutions are
investigated. The influence of individual layer properties on the thermal performance of
different HEMT structures under different operating conditions is presented. The results
show that the proposed experimental methods supported by simulation have a potential
for the design, analysis, and thermal management of HEMT. [DOI: 10.1115/1.4043477]
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1 Introduction

Recent progress in GaN-based high-electron mobility transis-
tors (HEMTs) has confirmed them to be the main transistor tech-
nology for upcoming high-power devices at high-frequency
operation because of their excellent electronic properties, espe-
cially high-electron saturation velocity, and high breakdown volt-
age [1–6]. Multifinger devices with a compact layout are required
for high-power operation. However, self-heating-induced thermal
crosstalk between individual gate fingers can become a significant
issue that degrades device performance or can even result in an
irreversible damage. Therefore, thermal management is crucially
important to the viability of power HEMTs [7–11]. Lower struc-
ture temperature improves the power efficiency and increases the
reliability of the device.

In the past, a lot of work was carried out to reduce the device
self-heating by improving device geometry and material thermal
properties. The GaN-based heterostructure is usually grown on
sapphire, Si or SiC substrates [12]. However, low-thermal con-
ductance is a major disadvantage for sapphire and Si substrates.
The high-thermal conductivity of SiC provides the favorable
performance for power HEMTs. Another promising material is
isotope-enriched SiC with at least 18% higher thermal conductiv-
ity than natural SiC. However, the high-production cost and
scaling problems cause that there are still a lot of areas to be
investigated [13]. In Ref. [14], the authors focused on the analysis
of different types of buffers and SiC substrate implantations to
improve the thermal performance of HEMTs.

Experimental temperature measurements are essential for com-
plex characterization of these devices. Temperature is one of
the dominant drivers of device degradation and has a substantial
influence on the device. Therefore, accurate device temperature
characterization is very important to reach reliability and good per-
formance of the device. Among all techniques, micro-Raman ther-
mometry is one of the most popular for this purpose [15–17], along
with the electrical parameter-based thermometry [18]. Compared to
an infrared technique with low-spatial resolution of about 5–10lm,
micro-Raman thermometry has a spatial resolution better than 1 lm
[19]. It can be convenient to profile micrometer-sized source/drain
openings in HEMTs. However, the micro-Raman technique can only
be used for open or window-packaged devices without metal air
bridges between the source/drain fingers or source/gate field plates.

Another common approach to determine the chip temperature
is by integration of on-chip sensors. The well-known temperature-
dependent characteristics of a pn junction are used in many
works for Si devices, e.g., see Refs. [20–23]. The electrothermal
dependence of the pn junction is very sensitive and mostly linear.
Therefore, the pn junction is often utilized as a temperature sen-
sor. For the GaN-based devices the Schottky diode can be used
instead of the pn junction [24,25].

In this paper, we present several methods for temperature meas-
urements of power HEMTs. The investigation uses micro-Raman
spectroscopy and neighboring Schottky diode electrical measure-
ment. The Raman shift and Schottky voltage at a constant forward
current are directly proportional to the temperature. The results
are validated by microthermistor measurements. These methods
are used for extraction and calibration of the material thermal
coefficients for the three-dimensional (3D) thermal simulation.
Subsequently, the thermal analysis of multifinger power HEMTs
at stationary and pulse operating modes is performed. The analy-
sis is supported by 3D device simulations as a highly useful and
effective tool for the analysis and characterization of the electro-
thermal behavior of power HEMTs. The effects of the structure
design and fabrication processes from semiconductor layers, met-
allization, and packaging up to cooling assemblies are studied.

2 Structure Description

The structure under investigation is a 1.5 nm GaN-cap/14.5 nm
Al0.29Ga0.71N-barrier/50 nm GaN-spacer/1650 nm GaN-doped

heterostructure grown on 500 lm 4H-SiC substrate. Figure 1
depicts the two-dimensional (2D) cross section of the structure.
The backside 5-lm thick Au substrate contact is soldered to a
1000-lm thick CuMo leadframe by a 25-lm thick AuSn solder.
Top ohmic drain/source and gate contacts are created by Au-
based metallization layers with thicknesses of 0.5 lm and 0.6 lm,
respectively. The structure is set in an open package placed on a
cooler (Fig. 2).

3 Methods for Temperature Extraction

A gated transmission line method (GTLM) topology (Fig. 2) is
used for electrothermal characterization. The first transistor
(D1-G1-S1) in GTLM topology is used as a heat source. Several

Fig. 1 Two-dimensional cross section of the analyzed AlGaN/
GaN heterostructure grown on SiC substrate and soldered to
CuMo leadframe

Fig. 2 (a) Three-dimensional thermal model of the structure
with GTLM topology set in open package. Micro thermistors
ThR1 and ThR2 are attached on the chip and the leadframe,
respectively. (b) Schematic (not to scale) of 2D cross section
of the model with depicted thermal interfaces and boundary
conditions.
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experimental methods are proposed and evaluated for extraction
of structure temperature at different positions.

3.1 Micro-Raman Thermometry. The MonoVista 750 CRS
system with laser excitation wavelength of 514 nm was used for
Raman spectra recording. In the first step, calibration measure-
ments were carried out to obtain the Raman shift of GaN and SiC
phonons as a function of absolute temperature. These measure-
ments were performed on a temperature-controlled chuck in a
chamber. The measured GaN E2 high and 4H-SiC TO phonon
locations are �568 cm�1 and �776 cm�1 at room temperature,
respectively [26]. The obvious exponential relation between the
Raman shift and the temperature of the device is plotted in Fig. 3.
This measurement was used as a calibration for determining the
absolute temperature at specific locations of the device under
operation. Subsequently, the measurements were performed at
various locations for different dissipated power of the active
HEMT device. The piezoelectric stress which can be present due
to the applied biases is neglected because it is not strong enough
to exhibit a measurable difference [27].

3.2 Schottky Diode. This proposed method is based on tem-
perature sensitive parameters of neighboring Schottky diodes to
determine the device temperature at various positions. The first
transistor (D1-G1-S1) in GTLM topology is used as a heat source.
The rest of the transistors use only gates and sources to utilize the
Schottky diodes (G2-S2, G3-S3, G4-S4, and G5-S5). In the first
step, a calibration measurement of Schottky diodes at defined tem-
peratures was performed. The voltage difference for a constant
current density of 0.1 A/cm2 at forward bias is directly propor-
tional to the temperature (Fig. 4). Subsequently, the first transistor
was connected to the power supply to generate heat. The tempera-
ture of particular diodes at distinctive positions as a function of
dissipated power at the first transistor is obtained by temperature
calibration of the Schottky diodes. The applied current
(0.1 A/cm2) is low on the sensing diodes to prevent their self-
heating.

3.3 Thermistor. MURATA NCP03WB473J05RL [28]
microthermistor was used for direct temperature evaluation of
the device. The thermistor has a very high accuracy (�3%). How-
ever, the thermistor dimension is large compared to the GTLM
topology. Therefore, only one thermistor (ThR1) was placed on
the chip near the active HEMT using thermal glue. A second
thermistor (ThR2) was attached to the leadframe near the chip.
These thermistors were used to validate the previously described

methods and determine the heat transfer from the chip to lead-
frame through the solder interface.

4 Three-Dimensional Model Description and

Experimental Validation

The 3D model of the structure for thermal simulation based on
the physical and geometrical description of all semiconductors,
metallization layers, and package corresponding to the real device
is created in Sentaurus Device Editor [29] (Fig. 2). Three-
dimensional thermal simulations are performed in Sentaurus
Device tool [29]. A few nm thick GaN-cap and AlGaN barrier
layer are neglected in the model due to their minimal impact on
the thermal simulations. The dissipated electrical power that
results in thermal heating is modeled by a heat source placed
under the gate electrode edge at the drain side, where the heat gen-
eration occurs during the on-state operation of the device [30,31].
Boundary condition with a constant temperature of 25 �C is set on
the structure backside. This represents an ideal heat transfer to the
Peltier-cooled aluminum plate. The material thermal coefficients
for the structure model and thermal boundary resistance (TBR)
of the interfaces are taken from the literature and subsequently
calibrated and validated using the above described methods. The
values are evaluated from the measured temperature distribution
on the chip. The thermal coefficients for the materials in the struc-
ture are listed in Table 1. The thermal boundary resistance is set
to 1� 10�4 cm2 KW�1 at the GaN/SiC interface [40]. TBR value
of 2 cm2 KW�1 is set at the CuMo leadframe/cooler interface.

Figure 5 shows the simulated structure temperature distribution
for applied power 2 W in the active D1-G1-S1 HEMT. Compari-
son of the measured and simulated temperatures of Raman G1-D1
position, Schottky contacts G2-S2—G4-S4, and thermistors ThR1
and ThR2 at different powers of the active D1-G1-S1 HEMT is
shown in Fig. 6(a). Figure 6(b) shows the temperature distribution

Fig. 3 Raman spectra at different temperatures and GaN E2

high and 4H-SiC to phonon peak shift dependence on the
temperature

Fig. 4 Static I–V characteristics of the Schottky diode at differ-
ent temperatures and calibration curve of voltage deviation as a
function of temperature

Table 1 Thermal conductivity values calibrated and used in
the simulation

Material Thermal conductivity (W m�1 K�1)

Au 310 [32]
AlGaN 40� (T/298)�1.37 [33]
GaN (C doped) 190� (T/298)�1.37 [34]
4H-SiC xy-axis 430� (T/298)�1.5 [35–37]

z-axis 370� (T/298)�1.5

AuSn 57 [38]
CuMo 160 [39]
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across the active HEMT. Very good agreement between
simulations and experimental results confirms the validity of the
proposed methodologies and model parameters.

5 Thermal Analysis of Power High-Electron Mobility

Transistors

After calibrating the thermal properties, the analysis of power
multifinger HEMTs was performed. The previously described
structure with different thicknesses of SiC substrate and CuMo
leadframe is used. The SiC substrate is usually grinded and pol-
ished to a lower thickness for the final assembly. Moreover, the
chip is soldered to a package with a thinner leadframe to improve
heat transfer to the heat sink. Therefore, a 100 lm-thick SiC sub-
strate and a 300 lm-thick CuMo leadframe are used for the analy-
sis. Two different HEMT topologies with 2 and 50 gate fingers
were investigated (Fig. 7). It has to be noted that the gate pitches
and elementary widths are different for the two topologies (Table
2). Simulations were focused on the thermal characterization of
both HEMT structures behavior under different operating condi-
tions. Subsequently, these results were exploited for explaining
the structure design impact on the thermal properties of HEMTs.

Figure 8(a) shows the temperature distribution under gate at
stationary (CW) and pulse (5 ms and 5 ls) operating modes for
dissipated power 15 W/mm and 4 W/mm for 2- and 50-gate
HEMT, respectively. In the case of the larger structure with 50
gate fingers, thermal crosstalk between the gate fingers and higher
active area dimensions reduce the lateral heat spreading and
power dissipation capability [41]. Moreover, the reduced lateral

Fig. 5 Simulated temperature distribution in the structure for
dissipated power of 2 W at the active D1-G1-S1 HEMT

Fig. 6 Comparison of the measured and simulated (a) temper-
atures of Raman G1-D1 position, Schottky contacts G2-S2—G4-
S4, and thermistors ThR1 and ThR2 at different powers of the
active D1-G1-S1 HEMT and (b) temperature distributions across
the active D1-G1-S1 HEMT for 2 W

Fig. 7 Layout and structure of investigated 2- and 50-gate
HEMT

Table 2 Device geometry of 2- and 50-gate fingers HEMT

Topology 2-gate 50-gate

Number of elementary gates 2 50
Gate length 0.5 lm 0.7 lm
Elementary gate width 200 lm 400 lm
Total gate width 400 lm 20 mm
Gate pitch 100 lm 40 lm

Fig. 8 (a) Temperature distribution under gate at CW, 5 ms,
and 5 ls for dissipated power 15 W/mm and 4 W/mm for 2- and
50-gate HEMT, respectively. (b) Temperature distribution inside
HEMT structures at steady-state. Reduced lateral heat flow
increases temperature in the vertical direction for 50-gate struc-
ture compared to the 2-gate structure. (c) Temperature distribu-
tion inside HEMT structures at CW and time 5 ls.
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heat flow increases the temperature in the vertical direction com-
pared to the 2-gate structure (Fig. 8(b)). For the CW and 5 ms
pulse, it is visible that the highest temperature gradient and result-
ing highest heat dissipation occurs in the top layers (GaN and
SiC) for the 2-gate structure while the temperature gradient is
more uniformly distributed for the 50-gate device. The highest
dissipated heat is mainly distributed in the bottom layers (MoCu
and AuSn) for the 50-gate structure. Thermal crosstalk between
the gate fingers is lower for short pulses (5 ls), and temperature is
much more reduced mainly for the 50-gate HEMT (Fig. 8(c)).

After characterization of both HEMTs behavior, the analysis of
influence of particular layers geometry and their thermal parame-
ters on HEMTs thermal properties and behavior at different pulse
widths was performed. The investigated variables are the thick-
ness of layers Z and their thermal conductivities j. Figures 9
and 10 show the influence of layers thickness and thermal conduc-
tivity on HEMT temperature difference at a steady-state, respec-
tively. The temperature difference is calculated as a percentage
ratio of the maximum temperature for the investigated structure
and a structure with nominal parameters (Znom and jnom).

Lowering the higher thermal resistive CuMo and AuSn layer
thickness decreases the HEMT temperature due to a better heat
transfer to the bottom heat sink. Because of the dominant vertical
heat flow in the 50-gate HEMT, the impact of these layers on
temperature is more significant compared to the 2-gate HEMT.
Thinner SiC and GaN layers reduce the lateral heat flow, increase
the vertical heat flow through low conductive AuSn and TBR
layers (Fig. 11), and consequently increase the HEMT tempera-
ture. As observed for the 50-gate HEMT, the reduced lateral heat
flow diminishes the impact of SiC and GaN layer thickness on the
temperature compared to 2-gate HEMT. Increasing the thickness
of Au drain/source layers allows better cooling of the HEMT

through the top metallization, and therefore, slightly decreases the
HEMT temperature.

Higher thermal conductivity of all layers decreases HEMTs
temperature (Fig. 10) due to the better heat transfer to the bottom
heat sink. For example, isotopic SiC with 18% higher thermal
conductivity than natural SiC reaches about 6% and 6.5% lower
temperature for 2- and 50-gate HEMT, respectively. GaN thermal
conductivity has a dominant impact in the 2-gate HEMT due to a
higher lateral heat flow in the top layers. For 50-gate HEMT, the
influence of the GaN thermal conductivity on the temperature is
significantly lower due to its higher vertical heat flow. For the
same reason, the impact of the AuSn solder thermal conductivity
is slightly higher and the thermal conductivity of the CuMo lead-
frame becomes the most dominant. Influence of the SiC substrate
is similar for both structures.

Figures 12 and 13 show the influence of layers thickness and
layers thermal conductivity on the HEMT temperature difference
at different pulse times. As shown in Fig. 8, the heat flow is dissi-
pated in a short distance from the thermal source (gate) for short

Fig. 9 Influence of layers thickness on HEMT temperature at
steady-state

Fig. 10 Influence of layers thermal conductivity on HEMT tem-
perature at steady-state

Fig. 11 Temperature distribution and heat flow inside HEMT
structures for various thicknesses of SiC and GaN layers

Fig. 12 Influence of layers thickness on HEMT temperature at
different pulse time

Fig. 13 Influence of layers thermal conductivity on HEMT tem-
perature at different pulse time
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pulses. This reduces the influence of the thickness of deeper layers
(mainly CuMo, AuSn, and SiC) on the device temperature
(Fig. 12, 5 ls pulse). Similarly, thermal conductivity of these
layers has a weaker impact on the temperature difference (Fig. 13,
5 ls pulse). Conversely, thermal conductivity of the top GaN layer
has significant impact on temperature difference for short pulses
(5 ls).

6 Conclusions

Several methods for on-chip temperature measurements of
power AlGaN/GaN HEMTs grown on SiC substrate were pre-
sented. The device material thermal coefficients have been
extracted from structure temperature distribution measured by
micro-Raman spectroscopy, neighboring Schottky diode electrical
measurement, and microthermistor measurement with the support
of 3D simulation. Very good agreement between simulations and
experimental results confirms the validity of the proposed method-
ologies and the model parameters. The well calibrated 3D device
model was used for thermal analysis of the multifinger power
HEMT. Different behavior has been observed, discussed, and
explained for two HEMT structures. The influence of layers prop-
erties on the structure behavior was investigated as well. The sim-
ulation results of well-calibrated model show particular impacts
of individual layer properties on the thermal performance of
different HEMT structures at different operating conditions. For
example, the isotopic SiC substrate can reduce the structure tem-
perature by about 6%. GaN buffer thermal conductivity is impor-
tant only for low power HEMTs or short power pulses. Soldering
and packaging also play a key role. The thermal analysis can help
during design and optimization of power HEMTs. These observa-
tions contribute to the on-going optimization of power transistor
structures in respect to the geometry of layers design and their
thermal parameters.
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“Analysis of Thermal Properties of Power Multifinger HEMT Devices,” ASME
Paper No. IPACK2018-8256.

[2] Miura, N., Nanjo, T., Suita, M., Oishi, T., Abe, Y., Ozeki, T., Ishikawa, H.,
Egawa, T., and Jimbo, T., 2004, “Thermal Annealing Effects on Ni/Au Based
Schottky Contacts on n-GaN and AlGaN/GaN With Insertion of High Work
Function Metal,” Solid-State Electron., 48(5), pp. 689–695.

[3] Kuzm�ık, J., 2001, “Power Electronics on InAlN/(in)GaN: Prospect for a Record
Performance,” IEEE Electron. Devices Lett., 22(11), pp. 510–512.

[4] Zhou, Q., Yang, S., Chen, W., Zhang, B., Feng, Z., Cai, S., and Chen, K. J.,
2014, “High Voltage InAlN/GaN HEMTs With Nonalloyed Source/Drain for
RF Power Applications,” Solid-State Electron., 91, pp. 19–23.

[5] Broughton, J., Smet, V., Tummala, R. R., and Joshi, Y., 2018, “Review of Ther-
mal Packaging Technologies for Automotive Power Electronics for Traction
Purposes,” ASME J. Electron. Packag., 140(4), p. 040801.

[6] Lee, H., Agonafer, D. D., Won, Y., Houshmand, F., Gorl�e, C. D., Asheghi, M.,
and Goodson, K. E., 2016, “Thermal Modeling of Extreme Heat Flux Micro-
channel Coolers for GaN-on-SiC Semiconductor Devices,” ASME J. Electron.
Packag., 138(1), p. 010907.

[7] Yang, L., Ai, S., Chen, Y., Cao, M., Zhang, K., Ma, X., and Hao, Y., 2013, “A
Self-Heating Study on Multi-Finger AlGaN/GaN High Electron Mobility Tran-
sistors,” J. Semicond., 34(7), p. 074005.

[8] Wang, J., Wang, X., Pang, L., Chen, X., Jin, Z., and Liu, X., 2012, “Effect of
Varying Layouts on the Gate Temperature for Multi-Finger AlGaN/GaN
HEMTs,” J. Semicond., 33(9), p. 094004.

[9] Ling, J. H. L., and Tay, A. A. O., 2014, “A New Accurate Closed-Form Analyt-
ical Solution for Junction Temperature of High-Powered Devices,” ASME J.
Electron. Packag., 136(1), p. 011007.

[10] Manoi, A., Pomeroy, J. W., Lossy, R., Pazirandeh, R., W€urfl, J., Uren, M. J.,
Martin, T., and Kuball, M., 2011, “Time-Dependent Thermal Crosstalk in Mul-
tifinger AlGaN/GaN HEMTs and Implications on Their Electrical Perform-
ance,” Solid-State Electron., 57(1), pp. 14–18.

[11] Agarwal, G., Kazior, T., Kenny, T., and Weinstein, D., 2016, “Modeling and
Analysis for Thermal Management in Gallium Nitride HEMTs Using Microflui-
dic Cooling,” ASME J. Electron. Packag., 139(1), p. 011001.

[12] Oprins, H., Das, J., Ruythooren, W., and Germain, M., 2005, “Thermal Model-
ing of Multifinger AlGaN/GaN HEMT’s,” THERMINIC, Belgirate, Italy, Sept.
27–30, pp. 71–75.

[13] Lundqvist, B., Raad, P. E., Yazdanfar, M., Stenberg, P., Liljedahl, R., Komarov,
P. L., Rorsman, N., Ager, J. W., Kordina, O., Ivanov, I. G., and Janz�en, E.,
2013, “Thermal Conductivity of Isotopically Enriched Silicon Carbide,”
THERMINIC, Berlin, Germany, Sept. 25, pp. 58–61.

[14] Kuzm�ık, J., T�apajna, M., V�alik, L., Moln�ar, M., Donoval, D., Fleury, C.,
Pog�any, D., Strasser, G., Hilt, O., Brunner, F., and W€urfl, J., 2014, “Self-
Heating in GaN Transistors Designed for High-Power Operation,” IEEE Trans.
Electron. Devices, 61(10), pp. 3429–3434.

[15] Wakil, J. A., DeHaven, P. W., Klymko, N. R., and Chen, S., 2011, “Thermo-
Mechanical Response of Thru-Silicon Vias Under Local Thermal Transients
Using Experimentally Validated Finite Element Models,” ASME J. Electron.
Packag., 133(3), p. 031001.

[16] Kuball, M., and Pomeroy, J. W., 2016, “A Review of Raman Thermography for
Electronic and Opto-Electronic Device Measurement With Submicron Spatial
and Nanosecond Temporal Resolution,” IEEE Trans. Device Mater. Reliab.,
16(4), pp. 667–684.

[17] Bagnall, K. R., Saadat, O. I., Joglekar, S. J., Palacios, T. A., and Wang, E. N.,
2017, “Experimental Characterization of the Thermal Time Constants of GaN
HEMTs Via Micro-Raman Thermometry,” IEEE Trans. Electron. Devices,
64(5), pp. 2121–2128.

[18] Cutivet, A., Cozette, F., Bouchilaoun, M., Chakroun, A., Arenas, O., Lesecq,
M., De Jaeger, J.-C., Jaouad, A., Boone, F., and Maher, H., 2017,
“Characterization of Dynamic Self-Heating in GaN HEMTs Using Gate Resist-
ance Measurement,” IEEE Electron. Device Lett., 38(2), pp. 240–324.

[19] Yang, L., Xue, X., Zhang, K., Zheng, X., Ma, X., and Hao, Y., 2012, “Channel
Temperature Determination of a Multifinger AlGaN/GaN High Electron
Mobility Transistor Using a micro-Raman Technique,” Chin. Phys. B, 21(7),
p. 077304.

[20] Sasaki, M., Ikeda, M., and Asada, K., 2008, “A Temperature Sensor With an
Inaccuracy of 1¼þ0.8 C Using 90-nm 1-V CMOS for Online Thermal Monitor-
ing of VLSI Circuits,” IEEE Trans. Semicond. Manuf., 21(2), pp. 201–208.

[21] Chv�ala, A., Marek, J., Pr�ıbytn�y, P., and Donoval, D., 2016, “Advanced 3-D
Device and Circuit Electrothermal Simulations of Power Integrated Circuit,”
European Solid-State Device Research Conference ESSDERC’16, Lausanne,
Switzerland, Sept. 12–15, pp. 468–471.

[22] Pfost, M., Costachescu, D., Mayerhofer, A., Stecher, M., Bychikhin, S.,
Pogany, D., and Gornik, E., 2012, “Accurate Temperature Measurements of
DMOS Power Transistors Up to Thermal Runaway by Small Embedded
Sensors,” IEEE Trans. Semicond. Manuf., 25(3), pp. 294–302.

[23] Pfost, M., Boianceanu, C. M., Lohmeyer, H., and Stecher, M., 2013,
“Electrothermal Simulation of Self-Heating in DMOS Transistors Up to Ther-
mal Runaway,” IEEE Trans. Electron Devices, 60(2), pp. 699–708.

[24] Zhang, Y., Feng, S., Zhu, H., Guo, C., Qiao, Y., Shao, J., and Han, X., 2017,
“Study of Heat Transport Behavior in GaN-Based Transistors by Schottky
Characteristics Method,” IEEE Trans. Electron. Devices, 64(5), pp. 2166–2171.
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